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PARTICULARS OF SAMPLE SUBMITTED
a) Name of Sample (as stated by the party)

Series : E | TEST CERTIFICATE | S.L. No.
Issued to : Test Report No :
Astral Poly Technik Limited 2836
Block No.1206, 1210, 1212, 1253 & 1264, Dated
Santej-Nasmed Road, 17.09.2015
Village : Santej, Taluka : Kalol, Your Ref. No. '
Dist : Gandhinagar — 382 721 APL/DQC/15-16/3
Dated
Test Report as per Standard : As per part C 17.08.2015
PART A

110mm Elbow (Alba White 70)

SUPPLEMENTARY INFORMATION
a) Reference to sampling procedure :
b) Supporting documents for the measurement
taken and result derived
c¢) Deviation from the test method
as prescribed in relevant work Instructions, if any

b) Grade / variety / type / size / class : NA

¢) Declared value, if any : NA

d) Code No. : NA

e) Batch No. and Date of Manufacture : NA

f) Quantity :  4No.

g) Mode of Packing Packaging in Shrink Film

h) Date of Receipt 18.08.2015

i) Date of Completion : 17.09.2015

j) Sealed or not : NA

k) Any other information : NA
PART B

Samples Supplied by the Party
As per Part C

As per Standard

Sa©
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01-10000/E-6.4.15/C.G.

Head Ofﬁcé : CIPET, Guindy, Chennai - 600 032




CIPA/QF /5.10.1

Arger §Regye sifte wieaw
ESHE DR @Eaé‘"ﬂfﬁ?rlﬁﬂ

(THTET Ud I HATAT, W W61
630, W 4, Sftegiedl, Tedr, TEHENE - 382 445,
TIATY : 079-40103900 / 40103923 B : 40083905

Email : cipetahmd@gmail.com / ahmedabad@cipet.gov.in
Website : www.cipet.gov.in

PLASTICS TESTING CENTRE

CENTRAL INSTITUTE OF PLASTICS
ENGINEERING AND TECHNOLOGY
(Ministry of Chemicals & Fertilizers, Govt. of India)

630, Ph. IV, GIDC, Vatva, Anmedabad - 382 445

Ph.: 079-40103900 / 40103923 Fax : 40083905

Email : cipetahmd@gmail.com / ahmedabad@cipet.gov.in
Website : www.cipet.gov.in

110mm Elbow (Alba White 70)

Test Report No.: 2836
Dated : 17.09.2015

. PARTC
TEST RESULTS
gr. ' Test Test Method Unit Result Obtained

0.

UV Stability | h
1| (144 hrs. 0.63 w/m?, 50°C IS 14887 o | SR CANIE

: observed
Temp. 8 hrs Condensation 4 hrs)
Notch Izod Impact
J/ 83.51
2 (before UV Exposure) m
ASTM D 256
Notch Izod Impact
J/m 98.05
3 (After UV Exposure)
PART D
REMARKS NIL
NOTE 1 The results related only to the items tested
2 The report shall not be reproduced in full/part without written approval of the laboratory
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